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[57] ABSTRACT

Electronic components can be encapsulated with a po-
ly(arylene sulfide) composition containing a mercap-
tosilane such as, for example, 3-mercaptopropyltrime-
thoxysilane.

20 Claims, 1 Drawing Sheet

EFFECT OF MERCAPTOSILANE (3-MERCAPTOPROPYLTRIMETHOXYSILANE)
ON ELECTRICAL INSULATION RESISTANCE OF GLASS-FILLED
POLY( PHENYLENE SULFIDE) COMPOSITIONS
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